
http://dx.doi.org/10.1520/A0751
http://dx.doi.org/10.1520/A0751
http://dx.doi.org/10.1520/A0960_A0960M
http://dx.doi.org/10.1520/A0960_A0960M
http://www.astm.org/COMMIT/COMMITTEE/A01.htm
http://www.astm.org/COMMIT/SUBCOMMIT/A0122.htm









	Scope
	Referenced Documents
	Ordering Information
	General Requirements
	Materials and Manufacture
	Heat Treatment
	Chemical Composition
	TABLE 1
	Notch Toughness Properties
	Tensile Requirements
	Hardness Requirements
	Dimensions
	TABLE 2
	Workmanship, Finish and Appearance
	Repair by Welding (Base Metal)
	Hydrostatic Test
	Rejection and Rehearing
	Certification
	Product Marking
	Keywords

